
  

 

 

 

 

 

 

 

 
 

 

Specification of product 

 

 

Product name:  Vinyl Acetate Monomer, VAM 

Country of origin:  Russia 

 

 
Description Unit Norm 

1. Appearance  
Colourless liquid 

free of suspended 
particles 

2. Basic material content %wt 99,90 

3. Acid (in terms of acetic acid) (%) %wt 0,006 

4. Acetaldehyde %wt 0,015 

5. Methylacetate %wt 0,025 

6. Ethylacetate %wt 0,030 

7. Water content %wt 0,050 

8. Hydroquinone content ppm 3-17 

9. Polyvinylacetate  Absent 

10. 
Polymerization activity 
Du Pont at 0,1 MPa 

minutes 17 
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